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SAMPLE DESCRIPTION: Tabular Alumina

SPECIFICATION: 3-5mm

CLIENT: Zibo Huao New Materials Co..Ltd

TEST TYPE: _CONTRACT
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Sample Description Tabular Alumina Sample No. 2021Y-1584
Client Zibo Huao New Materials Co.,Ltd
Manufacturer /
Size / Type 3-5mm Brand /
Sample state Grain Test Type Contract
Reception Date/Place 2021.05.28;Center Sample Amount 150g
No. Test Items(Unit) Tt Standard
Individual Average
1 Al,03(%) f 99.69 GB/T 3044-2020
2 MgO(%) 0.018;0.018 0.018 GB/T 3044-2020
3 K,0(%) 0.0069;0.0069 0.0069 GB/T 3044-2020
4 Na,O(%) 022:0.22 0.22 GB/T 3044-2020
5 Ca0(%) 0.031;0.031 0.031 GB/T 3044-2020
6 Fe,05(%) 0.0030;0.0030 0.0030 GB/T 3044-2020
7 Si0,(%) 0.034;0.034 0.034 GB/T 3044-2020
8 LOI(%0) 0.00;0.00 0.00 GB/T 3044-2020
9 | Bulk Density(g/cm’) 3.62;3.64;'3.60 3.62 GB/T 2997-2015

The results only in charge of the detected samples.
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